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USAGE GUIDE-LEATHER TYPES BALMOL®
MILLENIUM RANGE HIGH SEGMENT FATLIQUORS
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Total fat % 6 14 8 8 16 16 16 6 16 22
BW (1) o intotalfat | 33 | 33 [22 | 25 | 25 | 25 | 13 |33 |19 |18
BM Total fat % | 6 14 - - 16 | 16 | 16 | 6 16 | 22
% in total fat | 33 43 - 25 38 38 33 25 18
Total fat % 6 14 8 8 16 16 16 6 16 16
BKW (1) {05 in total fat | 33 | 15 |25 | 25 | 25 | 25 | 13 |33 |25 |18
A 20 Total fat % 6 14 8 8 16 16 - 6 16 22
% in total fat | 33 15 25 25 25 25 - 33 25 18
LA Total fat % | 6 14 - - 16 | 16 | 16 | 6 16 | 22
% in total fat | 33 43 - - 25 38 38 33 25 18
BK Total fat % 6 14 8 8 16 16 16 6 16 22
% in total fat | 33 22 25 25 25 22 10 33 20 20
PL 150 Total fat % 6 14 8 8 16 16 16 6 16 22
% in total fat | 33 22 25 25 25 22 10 33 10 20
PL 40 Total fat % 6 14 8 8 16 16 16 6 16 22
% in total fat | 33 33 22 25 25 38 10 33 19 18
BLX Total fat % 6 14 8 8 16 16 16 6 16 22
% in total fat | 33 22 25 25 25 22 10 33 10 20
BLQ Total fat % 6 14 8 8 16 16 6 6 16 22
% in total fat | 33 22 25 25 25 22 10 33 10 20
cs Total fat % | 6 14 - - 16 | 16 | 16 | 6 16 | 22
% in total fat | 33 33 - - 25 38 10 33 10 20
csg |Totalfatw [ 6 [ 14 | 8 8 |16 [16 |16 | 6 [16 |22
% in total fat | 33 22 25 25 25 22 10 33 10 20
DE 12 |Totalfat% | 6 | 14 | 8 8 |16 |16 |16 [6 |16 |22
% in total fat | 33 22 25 25 25 22 10 33 10 20
PGS Total fat % | 6 | 14 | 8 8 [16 | 16 [ 16 [ 6 |16 22
% in total fat | 33 22 25 25 25 22 10 33 10 20

NOTE :

1. The “Total fat%” indicated above represents the normal % age fatliquor
used in fatliquoring. “% in total fat” indicates the proportions in which the
designated fatliquor can be used for obtaining the desired properties set out
against specific products in the literature.

2. The usage shown above are not exhaustive. BALMOL® Fatliquors have been
used singly or in combination for manufacturing a very large variety of
Leathers. )
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All data and recommendations given in this document are for guidance only and we cannot be held responsible in any way whatever.
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